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Abstract
Using a near-®eld scanning optical microscope (NSOM), crystals of zinc-porphyrin network materials are
characterized with respect to morphology and ¯uorescence. Needle-shaped crystals are observed. While the topography
is ¯at, the ¯uorescence intensity pro®le in the width direction is approximately triangular. A numerical calculation
shows that dierences between the topographic and optical images cannot be due to an artifact. In some needle-shaped
crystals, the ¯uorescence emission is strongly peaked at one or both ends, possibly indicating a polar crystal
structure. # 2000 Elsevier Science B.V. All rights reserved.
PACS: 42.70.Jk; 07.79.F; 78.55.M; 78.55.K
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1. Introduction
Porphyrins are of enormous importance to the
functioning of biological systems. To gain an
understanding of the catalytic properties of
natural porphyrins, their physical structure has
been thoroughly studied. There have also been
attempts to synthetically mimic and control the
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catalytic properties [1]. We have been exploring
nanoporous metallo-porphyrin crystalline solids as
possible size- and shape-selective oxidation catalysts. Zinc±porphyrin-doped PMMA has also
recently been used as a photochromic recording
medium [2].
Under dierent growth conditions, the porphyrin molecules crystallize in a wide variety of shapes,
for example, needles, plates, cubes or hexagons.
One reason to optimize the growth parameters is
to obtain samples large enough to analyze with Xray diraction. The present state-of-the art in
growth techniques yields crystals from 0.1 to
10 mm in size, an appropriate length scale for

0304-3991/00/$ - see front matter # 2000 Elsevier Science B.V. All rights reserved.
PII: S 0 3 0 4 - 3 9 9 1 ( 0 0 ) 0 0 0 2 7 - 9

150

R. Brunner et al. / Ultramicroscopy 84 (2000) 149±157

characterization by scanning probe microscopy. In
particular, near-®eld scanning optical microscopy
(NSOM) oers the possibility to measure simultaneously the topography and the optical properties
of a sample, well below the lateral classical
resolution limit [3]. Near-®eld optical microscopy
has already been used to study wheel-shaped
porphyrin crystals [4].
Near-®eld microscopy involves scanning a subwavelength aperture over a sample, at a height of
5±20 nm, and building up the image point by
point. In many samples, it is advantageous to
excite the sample with one wavelength and collect
the ¯uorescence at another wavelength. When
using tapered and aluminized glass ®ber tips as
near-®eld probes [5], the distance control between
tip and sample is usually done by the shear-force
technique [6,7]. The ®ber tip is excited at a
mechanical resonance, typically in the 10±
100 kHz range. At tip heights 520 nm, the
oscillation is damped due to surface interactions.
Using the damping as a feedback signal allows the
tip-surface distance to be controlled in the
subnanometer range, using piezoelectric transducers. The signal applied to the transducers therefore furnishes a topographic image recorded in
parallel with the optical image.
In this paper we present the results of NSOM
investigations of coordination networks of the
Zn(II) derivative of meso-tetrakis-(4-carboxy)tetraphenyl porphyrin, Zn(p-COO)TPP. The zinc±
porphyrin molecular building blocks possess four
symmetrical carboxylic acid substituents. When
deprotonated, these carboxylic acid groups can
coordinate to metals ions forming one, two or
three-dimensional polymers. When excited with
light, the zinc-porphyrin crystals ¯uoresce with
high eciency.
One unusual feature is that the ¯uorescence at
the crystal ends is frequently much stronger than
at the center, with no corresponding feature in
topography. The ¯uorescence and topography
crossections in width are also dierent. The
topographical crossection shows steep edges at
the sides of a broad, ¯at plateau. In contrast, the
¯uorescence crossection is roughly triangular. We
discuss in detail the origin of these dierences,
because they relate to image ®delity. In particular,

the absence of dierences, i.e., too strong a
correlation between the two images, is a sign of
cross-talk between the topographic and optical
images.

2. Experimental procedure
A schematic of the NSOM2 is shown in Fig. 1a.
In ¯uorescence transmission mode, the light
emitted by the probe interacts with the sample
and is collected by a high numerical aperture
microscope objective. The microscope objective
focuses the light onto the active area of an
avalanche photodiode (APD). Due to the small
active area of the detector compared to the image
of the tip, a confocal system is realized. A colored
glass ®lter blocks the excitation light and transmits
the ¯uorescence. To reduce topography-induced
artifacts, only the sample is translated during the
scan; all of the optics remain stationary.
The sample is translated by a piezoelectric stage
with capacitive position sensing, a range of
10010010 mm3, and a lateral resolution of
1 nm. Fluorescence is excited with the 514.5 nm
line of an argon-ion laser. To reduce stray light
eects which may disturb the optical signal, the
distance control is done by a non-optical shearforce detection system [8].
Tapered and aluminized glass ®ber tips are
prepared in the conventional way [5]. The essential
optical and mechanical characteristics of the ®ber
tips are tested prior to use. First, the tip is
examined with a microscope to assure the absence
of unintentional pinholes. Via scanning electron
microscopy, some apertures were found to be
100 nm in diameter (Fig. 1b). The aperture size
of the other tips was estimated using the optical
throughput. The vibrational amplitude of the tips
is kept in the range of 10 nm, so as not to aect the
resolution.
The zinc±porphyrin crystals were prepared via
hydrothermal synthesis. A stoichiometric excess of
a zinc salt and unmetallated porphyrin starting
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slow cooling. Three zinc salts were used: the
nitrate, acetate, and hydrated chloride. Similar
morphologies were observed with all three.
3. Results and dicussion

Fig. 1. (a) Schematic view of the NSOM setup. The light
emitted by the ®ber probe excites ¯uorescence, which is focused
on the avalanche photodiode. A band pass ®lter separates the
excitation and ¯uorescence light. To reduce topographyinduced artifacts in the optical image, the sample is scanned
rather than the probe. The tip±surface distance control is done
by piezoelectric shear-force feedback. (b) SEM image of a ®ber
tip.

material were dissolved in basic water and heated
in a closed pressure reactor. After heating to
temperatures above 1008C for a speci®c time
period (12±96 h), the materials were subject to

Fig. 2 shows topographic and ¯uorescence
images of a large (2525 mm2) region of the
sample. The rod-like zinc-porphyrin crystals have
length, width, and height in the range 1±15, 0.1±
1.5, and 0.4±0.5 mm. A conspicuous dierence
between the two images is that the porphyrin
crystals appear narrower in ¯uorescence, i.e., the
optical and topographical width crossections are
quite dierent. The topography has a ¯at, 1 mm
plateau, bounded by sharp edges. In contrast, the
¯uorescence increases linearly over a distance of
500 nm, reaching a maximum in the center of the
structure.
For a more detailed view, the scan was repeated
on a 55 mm2 region (Fig. 3). In these images
as well, the ¯uorescence evidently has a spatial
dependence quite distinct from the topography.
The topographic width crossections of a second
porphyrin crystal also show a ¯at topography and
a peaked ¯uorescence.
Both topographic and optical images are in¯uenced by a combination of probe and sample
properties. This eect can yield a better lateral
resolution in ¯uorescence than in topography, and
was observed on wheel-shaped porphyrin crystals
[4]. The real topography can be estimated by a
deconvolution of the measured topography and
the probe geometry. This particular probe had a
¯at tip with a diameter of 270 nm. The aperture
was 120 nm in diameter and the aluminum
coating had a thickness of 75 nm. Three hundred
nanometers above the aperture, the probe diameter was already 500 nm. According to the
topographic image, the edges of the plateau have a
slope between 258 and 308, which corresponds very
well to the taper angle of the tip. That means that
the true slope is actually steeper, and also that the
true plateau width is about 270 nm less than the
measured value of 1 mm.
It has been shown that there is a high risk of
topography-induced artifacts in NSOM images [9].
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Fig. 2. Topographic and ¯uorescence overview of porphyrin crystals dispersed on a glass substrate. The needle-shaped crystals are 1±
15 mm in length. The width crossection (white bar in the upper right corner) shows a dierent shape in topography and ¯uorescence.

Reliable near-®eld optical images should either be
uncorrelated to the topography, or the correlated
structures in both images should be displaced by a
constant amount, or the resolution in topography
and optical image should be dierent. Even when
these criteria are met, NSOM images can be
dicult to interpret. Measuring ¯uorescence,
rather than simple transmission or re¯ection, also
minimizes the possibility of artifacts [10].
To determine the real ¯uorescence pro®le of the
porphyrin crystals, it is necessary to deconvolve
the optic image. Due to the complex ®eld
distribution emitted by the aperture and penetrating into the surface, it is more dicult to
deconvolve the ¯uorescence image than the topographic image. Although the electromagnetic ®eld
emitted by the aperture decays rapidly, the
¯uorescence is excited inside the crystal and not
only at the surface. Numerical calculations of the
®eld distribution of near-®eld probes show that, at
a distance below the aperture comparable to its
diameter (120 nm in our case), the on-axis intensity

is reduced to a few percent relative to the value at
the aperture [11]. Therefore, objects such as ours,
which are several 100 nm thick, cannot be considered in®nitesimally thin, and one needs at least
a two-dimensional calculation.
During a scan, the radiation emitted by the
aperture is not a constant but depends on the
optical properties and morphology of the sample.
For example, simulations predict a repulsion of the
electric ®eld in the presence of metals and an
attraction toward dielectric objects [12,13]. During
scanning, when the aperture starts to overlap with
the top of the crystal, the radiation begins to
penetrate into the crystal and the ¯uorescence
signal increases. Due to the attraction of the
electric ®eld towards the dielectric porphyrin, the
¯uorescence should rapidly increase as the aperture moves across the edge of the crystal. Assuming spatially uniform ¯uorescence eciency in the
crystal, the emission is expected to be nearly at its
maximum as soon as the whole aperture overlaps
the crystal. It should stay approximately constant
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Fig. 3. Detailed view of the region left of center in Fig. 2. Also on this scale the dierence between the topographic and ¯uorescence
images becomes obvious. The crossection (white bar) in the topography show a ¯at plateau surrounded by sharp edges, whereas the
¯uorescence intensity is peaked in the center of the rod.

until the tip reaches the opposite side of the
crystal.
The expected ¯at plateau in the ¯uorescence was
not observed in our experiments. All crystals
showed a clear central peak. For example, the
crossection of the crystal in Fig. 2 shows a
¯uorescence intensity that increases over a distance
of 500 nm. Although this length is more than four
times the aperture diameter, qualitative arguments
alone cannot exclude the possibility that the
measured signal is an artifact of tip geometry.
To verify that the increased ¯uorescence in the
center of the porphyrin is not an experimental
artifact, a numerical calculation was performed
with the electromagnetic simulation software
(MAFIA Maxwell's Equations by Finite Integration Algorithm). It has already been shown that
MAFIA is an appropriate software tool for near®eld simulations [14]. In particular, the results
based on MAFIA are in excellent agreement with
the well-established multiple multipole method
(MMP) [12].

Fig. 4 shows the electrical ®eld energy density
calculated in a two-dimensional model, for four
positions of the probe. The porphyrin crystal was
described by a rectangle of uniform ¯uorescence
eciency, refractive index 1.55, height 400 nm, and
width 800 nm (see crossection of Fig. 2). The tip
aperture diameter was set to 120 nm, the surrounding metal coating had a thickness of 75 nm and the
excitation wavelength was 514.5 nm. At each
position of the probe, the emitted ¯uorescence is
estimated by integrating the ®eld energy density
inside the crystal.
In the ®rst plot (Fig. 4a), only half of the
aperture covers the crystal, but more than 80% of
the energy emitted by the probe is inside the crystal
(relative to Fig. 4d). In the second plot (Fig. 4b),
the whole aperture is inside the edge of the crystal,
and already more than 90% of the energy is inside
the crystal. With the aperture 130 nm across the
crystal (Fig. 4c), 96% of the energy is inside the
crystal. The maximum (100%) is reached at the
position where the probe is at the center (Fig. 4d).
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Fig. 4. Electrical ®eld energy density calculated for four positions of the tip relative to the sample (white outline). (a) The center of the
aperture is above the sample edge. (b) The entire aperture is above the sample. (c) The center of the aperture is 130 nm from the sample
edge. (d) The tip is centered over the sample. In (a), the energy density inside the crystal is 80% relative to (d). In (b) and (c) the
corresponding values are 90% and 96%.

The triangular ¯uorescence crossection seen in our
experiments is incompatible with this simulation.
This veri®es that the strongly peaked ¯uorescence
in the experimental images is not an artifact.
Fig. 5 shows that enhanced ¯uorescence at the
crystal extremities is also observable in regions of
the sample where the rods are close together or
overlapping. This eect cannot be explained by a
simple tip±sample convolution, either, because the
ends of the rods show no apparent change in
topography. Fig. 6 shows a better example. The
length crossection is ¯at in topography, but has a
sharp peak in ¯uorescence. The peak has intensity
2.5 higher than the rest of the crystal. Only one
end shows the pronounced ¯uorescence. Fig. 7, a
combination of several scans, shows a large crystal
with a length of about 13.5 mm.3 At the lower end,
the ¯uorescence clearly increases. The smaller rod
3

In comparison to a tube scanner, a capacitively-controlled
scan table allows us to overcome the problem of piezo
nonlinearities and also allows an exact selection of scan range.

in the lower image shows an increased ¯uorescence
at both ends. The ¯uorescence from the rod ends is
about 1.6 more intense compared to the center.
A possible explanation for the intense ¯uorescence at the crystal ends is multiple FoÈrster energy
transfer. The emission from molecules excited in
the central regions of the crystal is reduced by the
possibility that the excitation can escape essentially
in two directions. At the crystal ends, the excitation can escape in only one direction (toward the
center), therefore the emission should be enhanced. In this case, however, an enhanced
¯uorescence should always be seen in both ends
of the crystal, contrary to our observations.
Another possible explanation would be a
change of crystal composition or structure, which
simultaneously enhances the ¯uorescence and
stops the growth along the long axis. That would
"

Fig. 6. The crossection along the length of the crystal is ¯at, but
the ¯uorescence pro®le has a sharp peak at one end. The peak
has intensity 2.5 that of the rest of the crystal.
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Fig. 5. Rods showing an increased ¯uorescence at the ends, with no apparent change in topography.
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Fig. 7. Composite of three scans. The non¯uorescent structures may be sodium salts that precipitate during sample preparation.
Fluorescence peaks are present at the ends of the small porphyrin crystal in the lower image.

explain why a ¯uorescence increase is only
observed at the ends of the rod. When the
enhancement is not observed, presumably there is
no alteration of composition or structure. It seems
unlikely, however, that changes in crystal composition or structure would lead only to increases,
and never decreases in ¯uorescence.
As another sign that cross-talk is not a problem
in our images, some structures appear in topography but not ¯uorescence (Fig. 7). These
structures may be solid sodium salts that pre-

cipitate as the aqueous solvent evaporates during
air drying of the microscope slides.
4. Conclusions
NSOM has been used to study simultaneously
the topography and ¯uorescence of needle-shaped
zinc±porphyrin crystals. Width crossections were
¯at in topography and peaked in ¯uorescence.
Further analysis shows that the ¯uorescence peak
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in the crystal center is not an artifact. A qualitative
deconvolution to allow for the aect of the tip
geometry suggests that the ¯uorescence peak is
real. A two-dimensional numerical simulation of
the experiment con®rms this result.
Several rod-like porphyrin crystals also displayed an enhanced ¯uorescence at the rod ends,
with no corresponding topographical feature. The
enhancement occurred at one or both ends of the
crystal. The origin of this eect is still unclear.
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